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The material applied on January 14, 2014 (application No M13T0134) is hereby approved registration as
below after the review based on JET s Guidelines on Registration of Certified Components.
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Material) EP/glass closs laminate
4. BEONE KB—6167F
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BRERRURS®

Material

designation)
5. 8 (Color) BPA (NATURAL)
6. M/NEZ Minimum thickness) 0.38 mm
7. BAGEEEBROMEER (Kind of test) EEPRGEER (Vertical flammability)
8. MMMEDEXE4S (Flammability class) V-0
9. HERRE ERAGEEERASOTED.: EERRESR X

Test standard “Vertical Burning Test Method” established by “Advisory Committee
for Electrical Appliance and Materials’



